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TABLE ‘1 
STUDY D 

FOLLOW UP 
FOR HIPS EVALUATED AT LAST EVALUATION AT/AFTER 24 MONTH (24+) 

IkTERVAL 

24 

TOTAL 

AVERAGE FOLLOW-UP 

METALJMETAL 
N 

6 
-. _. 

6 

24.0 MONTHS 

c 
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TABSILk * 

STUDY D 

HARRIS HIP TOTAL SCORE (MAX = 100) 

INTERVAL 

PREOP 

12MONTH 

24+MONTH 

METAL/METAL 
N MEAN 

221 49 

77 91 

6 90 

-. _. 

HARRIS HIP PAIN SCORE (MAX = 44) 

METAL/METAL 
INTERVAL N MEAN 0 

PREOP 221 15 

12MONTH 77 39 

24+MONTH 6 39 

HARRIS HIP FUNCTION SCORE (MAX = 56) 

METAL/METAL 
INTERVAL N MEAN 

PREOP 221 33 

12MONTH 77 52 

24+MONTH 6 51 1 
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TABLE 3 
STUDY D 

RADIOGRAPHIC OBSERVATIONS AT 24 (+) MONTHS 

No radiographic results available. 



TABLE 4 
STUDY D 

INTRAOPERATIVE COMPLICATIONS 

COMPLICATIONS METAL/METAL 
(N=221) 

COMPONENT DlSASSOClATlON 1 (0.5%) 

DISLOCATION 1 (0.5%) 

FEMUR FRACTURED 2 (0.9%) 
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TABLE 5 
STUDY D 

POSTOPERATIVE OPERATIVE COMPLICATIONS 

COMPLICATIONS 
I METAL LINER 

(N= 221) 

DEEP INFECTION 

DISLOCATION/SUBLUXATION 

PAIN 

TROCHANTERIC BURSITIS 

\ \. 

1 (0.5%) 

5 (2.3%) 

1 (0.5%) 

1 (0.5%) 1 - 
REMOVAL/REVISION I 7 (3.2%) 

*Includes 2 patients revised due to cement fracture/failure; 2 patients revised for loosening due 
to poor cement technique; and 1 patient revised for intraoperative component disassociation. 
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TABLE 6 
STUDY D 

POSTOPERATIVE SYSTEMIC COMPLICATIONS 

COMPLICATIONS METAL LINER 
(N= 221) 

DEEP VElN THRdMBOSlS 1 (0.5%) 

PULMONARY EMBOLUS 1 (0.5%) 
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