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APPENDIX 3

REPORT FROM ANALYSIS OF BEDDING
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1. RESULTS FROM THE ANALYSIS

This summary is a translation from original reports written in Finnish. The original
reports are retained in the raw data.

2. Microbiological analysis

Details of analyzed material:

Product Aspen chips bedding for animals
Raw material Aspen (Propulus tremula)
Manufacturer Tapvei Ltd (Fin-73690 Kortteinen)
Purpose of analysis Quality control
Place of sampling Tapvei Ltd (Fin-73690 Kortteinen)
Date of sampling 17.5.1999
Sample taken by Heli Tirkkonen
Batch 3858
Sample n:o 1569-1
Sample arrival date 21.5.1999

Results:
Analysis Method Result Unit
Bacteria (total) NMKL 86 6700 CFU/g
Yeasts ISO 7954:87 mod. | 4800 CFU/g
Moulds SO 7954:87 mod. | < 100 (estimated) | CFU/g
Salmonellae NMKL 71 not detected 125 g
Coliform bacteria NMKL 44 <10 CFU/g
Enterococci NMKL 68 <10 CFU/g
Hemolytic bacteria NMKL 67 <100 CFU/g
Anaerobic bacteria NMKL 67 <100 CFU/g
Sulphite reducing NMKL 95 <10 CFU/g
clostridia
E. coli NMKL 125 <10 CFU/g

Analyzed by Ymparistdterveyslaboratorio, Kuopio
and Tampereen kaupungin elintarvike ja ymparistélaboratorio
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3. Resuits from the analysis for heavy metals

Details of analyzed material:

Sample Bedding
Sample n:o 1999-01899-01
Date of sampling 256.5.1999
Place of sampling Tapvei Ltd
Sample arrival date 26.5.1999

Resuits
Analysis Method Result Unit
Hg (Mercury) Tre/K12 <0.02 mg/kg
Cd (Cadmium) Tre/K9 0.21 mg/kg
Pb (Lead) Tre/K9 0.07 mg/kg
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